This manuscript could be considered for publication after the authors address the issues related to novelty, data interpretation, and overall scientific presentation.
1. Rewrite the abstract to clearly articulate the novelty of the work and include key quantitative results.
2. Revise the introduction to present a clear motivation, specific research objectives, the current status of related work, the identified research gap, and the proposed approach.
3. Note that EDX analysis alone may not provide sufficiently accurate quantitative composition data. Provide more detailed information on the mass ratios of g-C₃N₄ and Co₂[Fe(CN)₆] used in the composite.
4. Clarify why the SEM images of the material in Figures 1 and 2 appear markedly different.
5. If possible, include a comparative study of the photocatalytic activity with recently reported similar composites.
6. Carefully check for grammatical and spelling error.
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